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The Effect of the Combination of Calcium Hydroxide, Carbonate Apatite, and Ellagic Acid Combination on The Viability and Proliferation of Fibroblast Cells
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Abstract	Comment by Lisa Stewart: I have removed statements from the abstract that would require a reference – please check you are happy with it. The journal asks that the abstract should end with a sentence to describe the implications for the field – please confirm the final sentence, which I have taken from the conclusions, is suitable.	Comment by Lisa Stewart: 205/300 words
[bookmark: _Hlk148607377][bookmark: _Hlk148100010][bookmark: _Hlk148346741]Calcium The failure rate of calcium hydroxide [Ca(OH)2] as a pulp protection material still has a failure rate of is 13.64% after on onee year of pulp cappingafter treatment. Calcium hydroxide in direct contact with exposed pulp can cause necrosis on the surface of the pulp tissue. Carbonate apatite [CO3Ap] in phosphate-buffered saline solution is one of the biocompatible materials that has the ability to carry and release drug effects in phosphate buffer saline solutions that function to regulate the pH and osmolarity balance of cells. A mixture containing 3% EA in calcium hydroxide increased the survival and proliferation of fibroblast cells, with a viability percentage value of 91.9% 72 hours of treatment and 12.5% EA has been able to inhibit the growth of Enterococcus Faecalis bacteria. This study aims to develop a formula for Ca(OH)2calcium hydroxide formula combined with various amounts of CO3Ap,apatite carbonate with with 12.5% ellagic acidEA (EA) solvent, that can determineand investigate its effects on the cytotoxicity and proliferation of fibroblasts. Material samples were prepared by mixing various proportions of Ca(OH)2 and CO3Ap  dissolved in 12.5% EA solvent at a ratio of 1:1 (w/w). Baby hamster kidney-21HK-21 cell line s were prepared and incubated in a 96-well microplate for 24 h and 72 h. 100µl/well  with media that has been contaminated containing with the material samplessamples according to the treatment group. Cell viability was monitored by measuring tThe absorbance of each microplate was measured using an elisa ELISA reader. After 24 h, gGroup 34 (750% CO3Ap wt%) showed the highest percentage of viable cells; The highest percentage was found in group 3 (50% CO3Ap) after after 72 h, the highest percentage was found in group 3 (50% CO3Ap wt%). Group 5 (87.5% CO3Ap) had the lowest percentage value of living cells after 24 and 72 h treatment. Group The difference between groups 3 and 54 at 24 hours of didwas not have a significant difference (p<>0.,05). the The combination ratios in groups 1,2,3 and 4  (50:50) and (25:75) wt%  hasare non-toxic properties and and able to stimulate the proliferation of fibroblast cells. and thus have ideal characteristics as a new candidate material for pulp capping.	Comment by Lisa Stewart: Addition ok?
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Introduction

[bookmark: _Hlk148091804][bookmark: _Hlk148098861]Calcium hydroxide [Ca(OH)2, Merck, Germany 102407] has been the gold- standard pulp protection material since 1921, as it has good anti-bacterial properties. The However,use of calcium hydroxide as a pulp protection material still needs additionaltreatment interventions such as tooth extraction and root canal treatment are often necessary to make up for the deficient properties of calcium hydroxide. Calcium hydroxide stillbecause the has a failure rate of Ca(OH)2 13.64% after one year after of pulp capping treatment is 13.64% [1]. The failure was followed up with tooth extraction and root canal treatment.1 Ca(OH)2Calcium hydroxide in direct contact with exposed pulp can cause necrosis on the surface of the pulp tissue because this material has of its high alkaline propertiesity [2].2	Comment by Lisa Stewart: Please add company location (country only) here	Comment by Catur Dentist: ok	Comment by Lisa Stewart: Please check my rearrangement of your text preserves your intended meaning	Comment by Catur Dentist: I mean treatment intervention not additional intervention
[bookmark: _Hlk148096189][bookmark: _Hlk148092099]Carbonate apatite (CO3Ap, Balai Besar Keramik, -Indonesia) is one of thea biocompatible materials that has the ability in phosphate-buffered saline (PBS) solution to carry and release drug effects in phosphate buffer saline solutions that function to regulate the pH and osmolarity balance of cells [3].3 The carbonate content in hydroxyapatiteIncreased carbonate will increases its hydroxyapatite solubility properties so that it will, reducingce its its crystalline properties  and change changing its the crystal morphology to facilitate attachment between cells. Carbonate ions will increase its chemical reaction properties by replaceing apatite anions when working in a biological environment, so that it can inducinge adhesion, proliferation, and metabolic activity in regenerated cell regenerations [3, 4].3,4 Treatment with the combination of CO3Ap and Ca(OH)2 can stimulate dentin remineralization by forming reparative dentin, replacing calcium and phosphate in damaged vital teeth.	Comment by Lisa Stewart: Would it be ok to just use ‘apatite’ here as we have not mentioned hydroxyapatite previously? If not, please add a brief sentence to explain the difference	Comment by Lisa Stewart: Please clarify what reducing crystalline properties means – would ‘reducing its ability to crystallize’ be as intended?	Comment by Catur Dentist: ok	Comment by Lisa Stewart: Please clarify the meaning of ‘regenerated’ here – or is it ok to delete?	Comment by Catur Dentist: Cell regeneration
[bookmark: _Hlk148095424][bookmark: _Hlk148099020]Ellagic acid (EA,…) is a natural, bioactive phenolic and flavonoid compound that belongs to the phenolic and flavonoid groups. Several studies have shown 1–-3% EA has to have anti-oxidant, anti-inflammatory, immunomodulatory, anti-tumourigenic, anti-cancer, neuroprotectionneuroprotective, hepatoprotectionhepatoprotective, and cardioprotection cardioprotective potential [5–9].5–9 A mixture containing 3% EA in Ca(OH)2calcium hydroxide increased the survival and proliferation of fibroblast cells, with a viability percentage value of 91.9% after 72 hours of treatment, and 12.5% EA has been shown to has been able to inhibit the growth of Enterococcus fFaecalis [10, 11] bacteria.10,11	Comment by Lisa Stewart: I didn’t want to remove the highlight in case it has significance – please remove when you are ready	Comment by Catur Dentist: Ok, remove the highlight
This study aims aimed to combine develop a Ca(OH)2calcium hydroxide formula combined with various amounts of and CO3Ap in varying proportions withapatite carbonate with  12.5% EA solvent and tothat can determine the effect of the material on the cytotoxicity and proliferation of fibroblasts.
                                     
EXPERIMENITAL
Materials and Methods
Calcium Hhydroxide/Carbonate Apatite combination Ppreparations
[bookmark: _Hlk148092770][bookmark: _Hlk148347045]Material samples were prepared  according to Table 1 by mixing Ca(OH)2 and CO3Ap   dissolved in 12.5% EA solvent at a ratio of 1:1 (w/w) according to Table 1. The 12.5% EA 12.5% solvent (w/w percentage) was prepared by adding 12.5 mg in to 87.5 mg of a solution ( of 90% distilled waterAquades and 10% polyethylene glycol PEG 400). (Table 1).	Comment by Lisa Stewart: Should this be Aqua Des, which is a disinfectant, or perhaps distilled water is what was intended?	Comment by Catur Dentist: Ok distilled water


Table 1:. Combinations of the amount of apatite carbonate on calcium hydroxide 	Comment by Lisa Stewart: It may bother readers that each row sums to 200%. Would you consider presenting the proportions differently – either to sum to 100% or by removing the EA column? (Note that if you choose to remove the column, the table title needs to be amended accordingly). Or you could just give the weights of each component?	Comment by Catur Dentist: Remove EA column
with 12.5% EA solvent
powder mixture Ca(OH)2  and CO3Ap
	Group
	Ca(OH)2
	CO3Ap

	1
	100%
	0%

	2
	60%
	40%

	3
	50%
	50%

	4
	25%
	75%

	5
	12,.5%
	87,.5%



Fibroblast Ccell Ppreparation
The baby hamster kidney-21 (BHK-21, #CCL-10) fibroblast cell line used in the study has been the laboratory standard for observation of biological processes since 1961 and also has guidelinesis suitable for maintaining or growing [12] fibroblast cells.12 During the maintenance stage of fibroblast cell culture, in Rroux culture bottles, the cells were washed with 10 ml phosphate buffer saline (PBS,  (Merck)  and to detach the cellsed from the culture bottles by adding the addition of 5 ml tryipsin-ethylenediaminetetraacetic acid (Tripsin-EDTA(trypsin-EDTA, PAN-Biotech, Germany) and then kept at 37°C for 2–-3 minutes for the cell incubation process. Inactivate tThe trypsin-EDTA was then inactivated by adding 5 ml of minimal essential media non essential amino acid solution (MEM NEAA, PAN-Biotech, Germany) with 10% fetal bovine serum (FBS, PAN-Biotech, Germany). The cell suspension was moved from the flask into a sterile 15 ml conical tube and centrifuged for 5 minutes at room temperature. The centrifuged supernatant was discarded from the conical tube and the cells resuspended with 10 ml of MEM NEAA added / 10% FBS, placed in to the cell culture flask, and incubated for 72 h at 37°C and 5% CO2. 	Comment by Lisa Stewart: Please confirm this change is ok	Comment by Catur Dentist: ok	Comment by Lisa Stewart: Please add company location here	Comment by Catur Dentist: ok
Cell counting is dones were counted when cells are confluent in the flask, attached, and grown to the bottom of the flask. Cell suspension and trypan blue (Sigma-Aldrich, United States) were pipetted into the haemocytometer using a micropipette (10 µl cells / 10 µl trypan blue) to count and the number of living cells counted with using a binocular microscope [13].13  The number of viable cells was were diluted to prepare a cell suspension with a density of 2 x 104 viable cells / 100 µl.	Comment by Lisa Stewart: Please add company location here
	Comment by Catur Dentist: ok
Toxicity Ttest
Modified and pure Ca(OH)2 , 1 mg, were was weighed at 1 mg to be put into a 1 ml MEM/Eeppendorf tube containing MEM, 1 mg of sample of Ca(OH)2/CO3Ap preparations was put into 1 ml of MEM in the Eppendorf tube then the tube which was kept for 24 hours at room temperature for 24 hours. Microplates (Biologix, Germany) were divided into six6 groups: with five5 treatments based on t (Table 1) and one control group as cell control. The BHK-21 cell suspension was put in a 96-well microplate as much as  (50 µl/well) to which was then addeding 100µl/well media that has been contaminated with samplescontaining the treatment combinations according to the treatment group (100 µl/well).  The microplate was incubated at 37°C for 24 and 72 h. After incubation, the microplate was rinsed with PBS  and then . MTT medium (PAN-Biotech, Germany) was added in the amount ofat 10 µl/well and the plates reincubation reincubated for 3 h. Finally dimethyl sulfoxide (Sigma-Aldrich; 50 µl/well) was added to terminate the reaction. T and added dimethyl sulfoxide (DMSO, Sigma-Aldrich) 50µl/well. The absorbance of each microplate was measured using an elisa ELISA reader (Bbiobase, China®) with a wavelength of 520 nm. Percentage The percentage of living cells (% cell viability) was calculated using the formula:	Comment by Lisa Stewart: I’m sorry, I don’t understand the significance of this sentence – what was this pure calcium hydroxide used for? Should this sentence be moved to the section about preparing the calcium hydroxide preparations, or can it be deleted? If it is in the correct place, please add a brief sentence to explain its purpose. 	Comment by Catur Dentist: 1 mg of sample of Ca(OH)2/CO3Ap preparations was put into 1 ml of MEM in the Eppendorf tube which was kept at room temperature for 24 hours.	Comment by Lisa Stewart: Please confirm that this this what was meant	Comment by Lisa Stewart: Please add company location here
	Comment by Catur Dentist: ok	Comment by Catur Dentist: correction	Comment by Lisa Stewart: Please confirm the DMSO was added after the 3 hours – otherwise, please replace ‘before adding’ with ‘with’	Comment by Lisa Stewart: Please add company location here
	Comment by Catur Dentist: ok


where OD = is Optical optical Densitydensity
Cell Viability = Percentage of Living Cell after Test.

Statistical Ttests
Mean absorbance values were tested with one-way ANOVA and to determine significant differences between groups determined using Tukey’'s post hoc test. Tests were analyzsed using IBM® SPSS® statistics 25.0.

Results and discussion

Results
Group 34 (750% CO3Ap) showed the highest percentage of living fibroblast cells after 24 h treatment. The highest value of cell viability percentage after 72 h treatment was found in group 3 (50% CO3Ap) after 72 h treatment. Group 5 (87,.5% CO3Ap) had the lowest percentage value of living cells after 24 and 72 h treatment. (Table 2).

Table 2:. Percentage of living fibroblast cells (BHK-21) after incubation with combinations of calcium hydroxide modified and carbonate apatite treatment with 12.5% EA solvent.	Comment by Lisa Stewart: Assuming you did repeated experiments, it would be good to include some statistics here – maybe present as mean and standard deviation (and state how many repeats were done), if that would be appropriate?	Comment by Catur Dentist: ok

	Group
	Absorbance
	Cell vViability

	
	24 h
	72 h
	24 h
	72 h

	Ccell control
	0,.978
	1,.235
	100
	100

	1
	1.020,99
	1.163
	1057,.15
	8991.5	Comment by Lisa Stewart: Addition ok?

	2
	0,.923
	1.090,95
	1003,.83
	86.273,7

	3
	1,.1923
	1,.3018
	12436,.89
	109.394,8

	4
	1,.223
	1,.162
	1147,.75
	91.488,8

	5
	0.971,13
	0,.309
	92.6,73
	23.931,5





Figure 1: Eﬀects of combinations of calcium hydroxide and carbonate apatite with 12.5% EA solvent on fibroblast cell viability after 24 h incubation (a) and 72 h incubation (b). Data are shown as mean ± S.E.M. (n = 5). ∗P<0.05 versus Cell control (one-way ANOVA, followed by Tukey’'s post hoc test).


[bookmark: _Hlk148095697]We evaluated the effect of combinations calcium hydroxide and carbonate apatite with 12,5% EA solvent on fibroblast cell viability by comparing treatment groups with control cells {Figure 1 (a) and (b)}. Based on the Tukey test, the difference between groups 3 and 4 5 at 24 h of treatment did was not have a significant difference (p>0,.05). After 24 h incubation, group 3 has a significant difference with group 5 (p<0,05)  Aftert 72 h incubation treatment, group 5 significantly decreased cell viability (p<0,05) compared with the control group. differences between the control  groupcell, group 1, group 3, and group 4 did were not have a significant difference (p>0,.05).	Comment by Lisa Stewart: This currently reads as though all the comparisons within the list are not significant – ie not only control vs group 1, group 3 and group 4 but also group 1 vs group 3 and group 4, and group 3 vs group 4. Is that the intended meaning or was it more than the three treatment groups were not significantly different from control?  If the latter, please reword: After 72 h, differences between the control group and groups 1, 3, and 4 were not significant	Comment by Catur Dentist: confirmed

Discussion
[bookmark: _Hlk148096036][bookmark: _GoBack][bookmark: _Hlk148101120]The CO3Ap from Balai Besar Keramik Indonesia used in this study has a compositionis composed of oxygen (O), magnesium (Mg), aluminium (Al), silicate silicon (Si), phosphorus (P), and calcium (Ca). Calcium concentration was highest, at 38,.40 wt%, and silicon the lowest silicate composition isat 0,.92 wt%. The Ca/P ratio had a value ofwas 1.67 [14].14 The source of cCarbonate ions is are provided by adding calcium carbonate (CaCO3) and magnesium carbonate (MgCO3), combined with to hydroxyapatite through dry mechanosynthesis. The However, the combination use of CaCO3 in hydroxyapatite can contribute to the an excess of Ca2+ Ca [3].3 The combination of apatite carbonate with calcium hydroxide can stimulate dentin remineralization by forming reparative dentin with calcium and phosphate replacement to the damaged vital teeth.	Comment by Lisa Stewart: I’m not sure about the relevance of this information here. Can we delete the section or add a statement about how the composition is relevant to the study? Alternatively, we could move this information to the introduction, to the paragraph that begins ‘Carbonate apatite is a biocompatible material’	Comment by Catur Dentist: Ok, remove
	Comment by Lisa Stewart: Silicate is a compound of Si and O so please confirm silicon is what you intended in this paragraph, or reword accordingly	Comment by Catur Dentist: ok	Comment by Lisa Stewart: Please can I ask you to carefully check this section for use of Ca and Ca2+ - please ensure the version used is correct in each instance and maybe consider, if possible, making the usage consistent.
[bookmark: _Hlk148101284][bookmark: _Hlk148096494]Proangiogenic growth factors influence the regulation of nerve and vascular cell function for the proliferation, migration, and growth of new capillaries. Fibroblasts are called cells that have in the extra-cellular matrix to form and repair connective tissue to preserve anatomical integrity. Fibroblasts serve as stem cells for specialised mesenchymal cell types, such as bone-forming osteoblasts or lipid-filled adipocytes, during embryonic development, homeostasis, repair and remodelling.. The viability of fibroblast cells at 24 h observation was more than 50% showed thatin all treatment groups of calcium hydroxide combined with apatite carbonate showed more than 50% living cells. These results showed that combinations calcium hydroxide and carbonate apatite (40%, 50%, and 75% CO3Ap) with 12,5% EA solvent CO3Apthe material was is not toxic, indicating that.	Comment by Lisa Stewart: Ok to delete this sentence? Growth factors are not mentioned elsewhere	Comment by Catur Dentist: ok	Comment by Lisa Stewart: As meant? Or please state which material is referred to
[bookmark: _Hlk148347931][bookmark: _Hlk148348008][bookmark: _Hlk148096490]Ca/P variations in media can affect the biological response.  T he Ca/P ratio remainedwas in a stable condition when CO3Ap was immersed in the media for 24 h. CO3Ap in MTT media will decompose atThe Ca/P ratio has been shown to remain stable when CO3Ap is immersed in MTT media for 24 h; CO3Ap decomposes after 48 h of immersion in MTT medium and levels of Ca and P ions have been observed to increase 72 h after immersion [15] 48 h after immersion. 15	Comment by Lisa Stewart: This paragraph reads as though you monitored Ca and P levels during your experiment. If that is the case, please add a description of the process to the Methods section. If you did not monitor the levels yourself but this is all taken from reference 15, please word as follows:
Ca/P variations in media can affect the biological response. The Ca/P ratio has been shown to remain stable when CO3Ap is immersed in MTT media for 24 h; CO3Ap decomposes after 48 h of immersion in MTT medium and levels of Ca and P ions have been observed to increase 72 h after immersion [15].	Comment by Lisa Stewart: As meant? 
[bookmark: _Hlk148101419]Ca/P variations in media can affect the chemical consistency of the biological response. The Ca/P level changes occurred 72 h after immersion, this can increase with levels of Ca and P ion levels increasing in the media. High Ca levels will affect the amount of nitric oxide products in the cells [16].:16 cCell viability decreased at 72 h that, which might be due to an increase in nitric oxide. High Also, high concentrations of calcium Ca2+ions values can cause stimulation ofe the endoplasmic reticulum to release Ca2+ ions into the intercellular fluid so that it can disrupt its homeostasis and mitochondria will experience apoptosis [17].17	Comment by Lisa Stewart: OK to add ‘in our study’ here?	Comment by Catur Dentist: ok	Comment by Lisa Stewart: Is intercellular as meant – not intracellular?	Comment by Catur Dentist: ok	Comment by Lisa Stewart: Is ‘fluid’ ok here?	Comment by Catur Dentist: ok	Comment by Lisa Stewart: Please check this statement and confirm what cells experience apoptosis here	Comment by Catur Dentist: Cell cultures derived from collagen VI
[bookmark: _Hlk148098163]Powder with aThe combination of in group 5, which contained the lowest amount of carbonate [12.5% Ca(OH)2 : 87.5% CO3Ap (wt%)],  had the highest toxicity value after 72 hours of treatment compared to with other groups. The addition of cCarbonate can promote the solubility and decrease the crystallinity of hydroxyapatite. The consequent solubility, which can lead to an increase in Ca2+ and phosphate ions (PO43-) in fibroblast cells. Increasing the amount of inorganic phosphate in the extracellular fluid has a wide impact The amount of inorganic phosphate in the extracellular fluid affects on intracellular homeostasis, cell viability, and cell death. An increase in the amount of iInorganic phosphate occurs increases when the cell becomes acidic [18, 19].18,19	Comment by Lisa Stewart: Addition ok? I think it clarifies the thoughts later in the paragraph	Comment by Catur Dentist: ok	Comment by Lisa Stewart: Please give the ion for consistency – if we use phosphate, PO43-, probably we should style Ca as Ca2+ for consistency. Are you happy with that or would you rather refer to Ca and P, as elsewhere?	Comment by Catur Dentist: Ca2+ PO43-,	Comment by Lisa Stewart: Increasing / has an impact on doesn’t really work together. Please can we either delete ‘increasing’ (so the sentence reads ‘the amount of inorganic phosphate in the extracellular fluid affects intracellular homeostasis…’) or say what the effect is ‘Increasing inorganic phosphate in the extracellular fluid increases (or decreases) intracellular homeostasis …’	Comment by Catur Dentist: correction
The pH in cells can change because if the cell buffer system is disturbed by a change in the amount of water and inorganic ions in the intracellular fluid. Ca2+lcium ions play an important role in eukaryotic cell culture as they are required for important processes such as enzyme activity, cell attachment, motility, tissue formation, cell metabolism, signal transmission, replication, and electrochemical responses. A low concentration of calcium Ca2+ions (2 mM) must be preserved in the cytoplasm, which is being stored in the endoplasmic reticulum. Cell death can be induced by an excess of Ca2+ ions that will disturb the electrolyte condition of the cell and cause damage to the cell membrane [20, 21].20,21
The effect of the degree of crystallinity in causing cell death depends on the particle size and composition of the material. A smaller degree of crystallinity will make it easier for particles Smaller crystals find it easier to enter fibroblast cells. CO3Ap crystals are The crystal size of carbonate apatite is smaller than pure hydroxyapatite crystals because of the due to the substitution of CO32- and Mg2+ into the HA structure [22, 23] through dry-mechano milling treatment.22,23	Comment by Lisa Stewart: Is this as meant?	Comment by Catur Dentist: Ok, small crystal

Conclusions
[bookmark: _Hlk148099583]The combination of Ca(OH)2calcium hydroxide and CO3Apcarbonate apatite (50:50) and (25:75) wt% with 12.5% EA solvent showed high fibroblast cell viability and proliferation. This study confirms that this combination has is non-toxic properties and able to stimulate dental pulp proliferation. This combination also has ideal characteristics as a new candidate material for pulp capping material.
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